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intertek

Total Quality. Assured.

TEST REPORT
ULR - TC621222122000996P

NUMBER : CHNF22000996
DATE : 08-Feb-2022
APPLICANT
ATTN
Sample Description : THE SUBMITTED SAMPLE SAID TO BE CANVAS BAG.

TESTED COMPONENTS: -
[A] NATURAL BAG

[B] NATURAL POUCH

[

[

1
1] SILVER METAL PULLER/SLIDER (B)
2] SILER METAL D-RING (A)
[3] OFF WHITE PLASTIC ZIPPER TEETH (B)
Date Received/date Test Started : 03 Feb 2022
Buyer : POLY CONCEPT
Date Confirmation Received : 03 Feb 2022
P.0.No : 41868 & 41869
Article No. : -
Fiber Content : ORGANIC COTTON
End Uses : BAG
Style : 7901-16NT & 7901-21NT
Color : NATURAL

TEST CONDUCTED : AS PER THE REQUEST OF THE APPLICANT. FOR FURTHER DETAILS PLEASE

REFER TO ENCLOSED PAGE (S)

AUTHORIZED BY
FOR Intertek India Pvt Ltd. [Chennai - Leather]

SARGUNAM P
LAB MANAGER
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TEST REPORT

CONCLUSION :

Lead in Substrate
Lead in Surface Coating

ULR - TC621222122000996P

NUMBER : CHNF22000996
DATE : 08-Feb-2022
M
N/A

Note:

M = Meets Requirement
* = Requirement Not Provided
# = Exempted

SC = See Comment

## = Not Performed

NR = Not Requested
C = Confirm Label

REMARKS

F = Fails To Meet Requirement
NA = Not Applicable

NC = No Comment

** = Refer Result

MA = Marginal Acceptance

D = Data Only

TESTIGN HAS BEEN PERFORMED AS PER CPSIA 101 SECTION/CA PROP 65
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Total Quality. Assured.

TEST REPORT
ULR - TC621222122000996P
NUMBER : CHNF22000996
DATE : 08-Feb-2022

TEST CONDUCTED (AS REQUESTED BY THE APPLICANT)
1. Lead in Substrate

- CPSC CH-E1001-08.3 (FOR METAL PART)
-CPSC CH-E1002-08.3 (FOR NON METAL PART)

[1+2]
Requirement
27.4 ppm 300 ppm
[3]
Requirement
ND 300 ppm

## END OF THE TEST REPORT ##

This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a recommendation for any
particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the Addressee in respect of this report and only
accepts liability to the Addressee insofar as is expressly contained in the terms and conditions governing Intertek's provision of services to you. Intertek makes no
warranties or representations either express or implied with respect to this report save as provided for in those terms and conditions. We have aimed to conduct the
Review on a diligent and careful basis and we do not accept any liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute.

http://www.intertek.com/terms.
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